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CUSTOMER NAME: AO ZHAN INDUSTRINL CO.,LTD.

ADDRESS: NO.519,ZHENZHONG VILLAGE,DANGWAN TOWN,XIAOSHAN 

DISTRICT, HANGZHOU CITY,ZHEJIANG PROVINCE,P.R.CHINA

Sample Name : Stainless steel wire rod

Product Specification : Φ1.3

Material and Mark : 30400

Above information and sample(s) was/were submitted and confirmed by the client. SGS, however, 
assumes no responsibility to verify the accuracy, adequacy and completeness of the sample 
information provided by client.

***********
Test Required : Chemical Composition Analysis

SGS Ref. No. : SHIN2505004259PL01

Date of Receipt : 2025-05-13

Testing Period : 2025-05-13 ~ 2025-05-19

Test result(s)   : For further details, please refer to the following page(s)
(Unless otherwise stated the results shown in this test report refer only 
to the sample(s) tested)

Signed for
SGS-CSTC Standards Technical 
Services (Shanghai) Co., Ltd..

Ranger Wei
Authorized signatory
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1. Chemical Composition Analysis

Element Test Method Result 001 (%)

C GB/T 20123-2006 0.04

S GB/T 20123-2006 0.004

Si SN/T 2718-2010 0.35

Mn SN/T 2718-2010 0.97

P SN/T 2718-2010 0.042

Ni SN/T 2718-2010 8.23

Cr SN/T 2718-2010 18.71

Cu SN/T 2718-2010 0.31

Sample Photo

********End of report********
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